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-_-:—_'A,alySIS of carbon black ¢ agglomerate dispersion in polymerlc

melts and the resulting compound properties.
= Dog-Legging In the melt spinning process.

= Modification of PET in High-speed melt spinning by blending with,
PEN.

= Fluid simulation on the airflow in interlacing nozzles.
Properties of poly(ethylene terephthalate)/poly(ethylene

‘*‘“
icorporation with water-"

soluble sulfonate poly(ethylene terephthalate).
= Living-free radical polymerization.
= Conductivity polymer.
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